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PRODUCT ANALYSIS | i
| RE P 0 RT Revizyon No 01
MM AMBALAJ RevizyonTarlhl 15112016
YaymlanmaTarlhi 24.11. 2009
Production Date / Print Date / goa
Uretim Tarihi Yazdirma Tarihi e
,‘:‘I‘r'::fg:' SR ] FULYA KOZMETIK ISLAK MENDIL IMAL. VE PAZ, LTD. ST
E:ﬂg“:{:ﬁamﬂ FRESHMAKER MAKE UP 20 PCS
| Product Code/ = RS e Order Number /
f Uriin Kodu UF 22090045 s ,§'E['5 Numaram i 20220920-00086 : catad
Production Number / Customer Order Numberf
[sEmriNo s g Msteri Siparis Numaras: ‘ 779_?._. oo e
12 p YUKSEK PERFORMANS SEFFAF PET
Material Structure / 30 4 CIFT KORONA ISIL YAPISMASIZ PEARLIZE OPP
Uriin Yapisi 35 4 OPAK POLIETILEN
%
PARAMETERS / UNIT/ STANDARD / RESULTS / METH OD /
PARAMETRELER BIRIM STANDART SONUCLAR | YONTEM
e, S = s R X 2 e S e e T
|
Total Thicknees. / ; i
Toplam Kalinlik. Micron{ ) 84+ %0,5 84 1 ASTM D 2673
Unit Weight. / i
Birm Gk, gr/mz 76,25+ % 0,5 76,26 | ASTMD 2673
Photocell Distance. / }
Fotosel Aralagl mm 160 160 I TAM METHOD
Roll Width. / ; £
i Bobin Eni. mm 255 : 255 : TAM METHOD
] 1
[ i e BN St | L e e e | e i
| Inner Diameter / E i
. Bobln Ig t;ap. o 76 ! 76 | TAR METHOD
< Out Diameter / | :
| Bobin Dis Gapi. mm 300 300 § TAM METHOD
Heat Seal. / o =
Isil Yapistirma. c 120 120 i TAM METHOD
Coefficient of friction(C.O.F.) / et 5
Surtinme Katsays! 2 an | <035 0,31 ASTM D 1894
bR T e e v | S R E T NI e dmr | L LSRR (U U it
Lamination Strnght,r 3 !
Lammasyon Kuvveti bl Ll ; >1,% 23 ASTM D 882
Gas Chromotograph (GC)/
| Solvent Kalinti Miktar e =l 160 : IAMNETHED
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All films are produced in ISO 22000 certified facilities and have been approved by the British Retail Consortium (BRC - 10P Ver : 6).

~ HAZIRLAYAN
Kalite Kontrol Sorumlusu

Aykut Kilig

Telefon :

TAM MATBAACILIK VE AMBALAJZ SAN. TiC. LTD. STi.
OMERLI MAH. RENGIN SOK. NO : 1
ARNAVUTKOY / ISTANBUL / TURKIYE
(212) 771 49 00
V.D. : BUYUKGEKMECE V.No : 8170040873 Tic.Sic.No : 396292

Faks : (212) 771 49 01




