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PRODUCT ANALYSIS  |lo ;
TAM AMBALAJ
| YayinlanmaTarihi 24.11.200% |
Production Date / i Print Date / i
5 04,2024
(iratim Tarlhl Yazdirma Tarihi GHuAER
Lo taned FULYA KOZMETIK ISLAK MENDIL IMAL. VE PAZ. LTD. §TI
E:ﬁ:";;i”am” NEMDIL HAVLU FOLYO 72 LI 3 GESIT GEVREDE TEKRAR
Product Code / = Order Number / .
Uriin Kodu 1 EElo Sipariz Numaras. - 20240220-0003
Production Number [ Customer Order Number !
I Emri Mo 20240220-0003-th Milgterl Siparig Mumaras: Mags 3
12 p YUKSEK PERFORMANS SEFFAF PET
Material Structure / 80 p OPAK POLIETILEN
| Urlin Yapis
=
PARAMETERS / UNITS! STANDARD / RESULTS/ METHOD /
PARAMETRELER BiRiM STANDART SONUGLAR YONTEM i
Total Thicknees. ! + 05 ASTM D 2673
Toplam Kalinlik, Micran (@) TEE %0, 76
| Birim Agielik. grim TEA+ %05 78, AST
e - |
Photocell Distance. | i 23n 230 TAM METHOD |
Fotosel Aralags.
Roll Width. | e 300 00 TAM METHOD
Bebln Enl.
Inner Diameter [ :
;I Bobin ig Gapi. mm 76 | 75 TAM METHOD
Cut Diamieter [ ETHCOD
Baobin Dig Gapi. il 300 ann TAKM M |
Heat Seal. o 120 120 TAM METHOD
Isi1l Yapigtirma,
Coofficient of friction(C.O.F.) 1 o : 0304 ASTM D 1894
Sirtiinme Katsayisi e = e : |
Lamination Strnght / N/ 15mm? >15 33 ASTM D 882
Laminasyoen Kuvveti g :
Gas Chromotograph (GC) f TAM METHOD
Solvent Kalint Miktan mg { m? <20 1,55 METHO

E. Jﬂjr

All films are produced in ISO 22000 certified facilities and have been approved by the British Retail Consortium (BRC - IOP Ver: ).
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